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9-07.1(1)A  Acceptance of Materials 3 

The first sentence of the first paragraph is revised to read: 4 
 5 

Reinforcing steel rebar manufacturers shall comply with the National Transportation 6 
Product Evaluation Program (NTPEP) Work Plan for Reinforcing Steel (rebar) 7 
Manufacturers. 8 

 9 
The first sentence of the second paragraph is revised to read: 10 
 11 

Steel reinforcing bar manufacturers use either English or a Metric size designation while 12 
stamping rebar. 13 

 14 

9-07.1(2)  Bending 15 

The first two sentences of the first paragraph are deleted and replaced with the following two 16 
new sentences: 17 
 18 

Steel reinforcing bars shall be cut and bent cold to the shapes shown on the Plans. 19 
Fabrication tolerances shall be in accordance with ACI 315. 20 


